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PingHu JiZhan Plastic Technalogy Co.. Lid !
HO41. WANGIABANG, CADGIAD PINGHULJWAXING CITY ZHEJIANG

Tha tollowing samplels) was/were submitied and identified on behall of the chonts as : DIFFUSER

SGS Job Mo, ¥ SP20-034778 - 5H ¥
Model No. : PMMAS12
Chent Ref. Information - 511A,511,508, 5084 502,567,504 560,513,125 518,102 SMME 05,102.5
: 124 R }
' Date of Sample Rceived - mmm@. '
Testing Period : mwm 05 Nov 2020
Tost Roquashed : _lWHﬂﬂuwwm.
Test Method : " Pleasa refer to next page(s).
Test Results L Please refer to next page(s).
Conclusion : Based on the performed tests on submitted sampie(s), the resuts of Cadmium,

Lead, Mercury, Hexavalent chromium, Polybrominated biphenyls (PBBS),
Polybrominated diphenyl ethers (PBDEs) and Phthalates such as
Bis{2-ethyihexyl) phihalate (DEHP), Butyl benzyl phinalate (BEP), Dibutd
phthalate (DBP) and Diisobatyl phthatate (DIBP) comply with She limits as sef by
RoHS Directive (EU) 2015863 amending Anndx I 1o Directive 201 1/85EL.

for ard o0 bahall of b,
SG5-C5TC Standards Techmecal Services (Shanghal) Co., Lid, ~
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